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GRUPPO
COLOROBBIA




RECOMMENDED

SERIES LEAD TEMPERATURE FINISH

P SERIES YES 520-550° GLOSSY
T SERIES NO 560-600 GLOSSY
L SERIES YES 550-600 MATT
U SERIES NO 550-600° MATT




P SERIES

COLOURS | M20 MO B203 | (Zr-Ti)O2 | Al203 | PbO ZnO | CdO | CoO | Cr203 | CuO | SiO2
White <10 10-20 | 10-20 <10 >50 <10 10-20
Yellow <10 10-20 | <10 <10 >50 <10 10-20




T SERIES

COLOURS | M20 MO B203 | (Zr-Ti)O2 | Al203 | PbO ZnO CdO | CoO | Cr203 | CuO | SiO2
White 10-20 <10 20-30 | 10-20 <10 30-50 10-20
Yellow 10-20 <10 20-30 | <10 <10 30-50 | <10 10-20




L SERIES COLOURS | M20 MO B203 | (zZr-Ti)O2 | AI203 | PbO ZnO | CdO | CoO | Cr203 | CuO | SiO2
White <10 <10 10-20 <10 >50 <10 10-20

U SERIES COLOURS M20 MO B203 | (Zr-Ti)O2 | Al203 | PbO Zn0O CdO | CoO | Cr203 | CuO | SiO2
White 10-20 <10 20-30 | 10-20 <10 30-50 10-20




#$

SERIES | A @p3m) Tt Tr Tir Trm Tfe Tise
P 75-90 420-450 450-500 520-550 570-600 630-600 670-700
T 85-100
L 75-90 420-450 450-500 520-550 570-600 630-600 670-700
U 85-100
% "
X10 Xs50 X90
0,6-1 microns | 3-5microns | 10-15 microns




